
Guangxi Zhuang Autonomous Region Product Quality Inspection Research Institute

Numbering:Q20-001708

Inspection Report

identify category: Commissioned inspection Page 1 of 2 Page
inspected unit — — — — —

task source — — — — —

sample name multi-layer plywood

name Guangxi Fusui Shuncheng Wood Industry Co., Ltd.

Commission

care
one
bit

Model Specifications (244×122×1.5)cm

address Tanfutun, Naren Village, Shanwei Town, Fusui County, Guangxi trademark — — — — —

zip code — — — — — grade — — — — —

original number — — — — —
production unit Guangxi Fusui Shuncheng Wood Industry Co., Ltd.

Production Date 2020-04-28

sampling method — — — — —
sampling location — — — — —

Sampling base — — — — —

— — — — —

— — — — —

Number of samples — — — — —
sampler

sampling date — — — — —

sampler Lan Zongqi
Sample condition Unpackaged.

Date of sample receipt 2020-05-07

Number of samples (60×60×1.5)cm×2 pieces test date 2020-05-13〜2020-06-03

Test based on GB 18580-2017 "Limited formaldehyde emission in wood-based panels and their products for interior decoration and decoration materials"

Judgment basis GB 18580-2017 "Limits of formaldehyde emission in wood-based panels and their products for interior decoration and decoration materials"

The formaldehyde emission of the samples submitted for inspection is determined according to GB 18580-2017: qualified.

test results

Issue date: 2020-06-08

1. The entrusting unit is responsible for the authenticity of the samples and related information.

2. The standard of inspection basis shall be designated by the entrusting unit.

3. Testing address: No. 5 Kexing Road, Nanning City.

Remark

approve: &[approve] Review: &[review] prepared by: &[main inspection]

Translated from Chinese (Simplified) to English - www.onlinedoctranslator.com

https://www.onlinedoctranslator.com/en/?utm_source=onlinedoctranslator&utm_medium=pdf&utm_campaign=attribution
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sequence

No Test items skills requirement test result determination

Formaldehyde emission

(1m3climate chamber method)

mg/m3

1 E1≤0.124 0.051 qualified

blank below

__________________________



编号：

 2 页

地址

邮政编码

 
 

批准： 审核： &[审核] 编制：

生产单位

抽样地点

抽样者

送样者 蓝宗启

收样日期

签发日期： 2020-06-08

备 注
1、委托单位对样品及其相关信息的真实性负责。
2、检验依据的标准由委托单位指定。
3、检测地址：南宁市科兴路5号。

无包装。样品状况
2020-05-07

样品数量 （60×60×1.5）cm×2块

&[批准] &[主检]

检测日期 2020-05-13～2020-06-03

检验依据 GB 18580-2017 《室内装饰装修材料 人造板及其制品中甲醛释放限量》

判定依据 GB 18580-2017《室内装饰装修材料 人造板及其制品中甲醛释放限量》

检验结论
送检样品甲醛释放量按GB 18580-2017判定：合格。

抽样基数 —————

————— 抽样数量 —————

————— 抽样日期

广西扶绥顺成木业有限公司

—————

原编号 —————

生产日期 2020-04-28

抽样方式 —————

广西扶绥顺成木业有限公司

—————

广西扶绥县山圩镇那任村坛浮屯 商标 —————

————— 等级 —————

受检单位 —————

任务来源 —————

样品名称 多层胶合板

委
托
单
位

名称

型号规格 （244×122×1.5）cm

广西壮族自治区产品质量检验研究院

Q20-001708

检 验 报 告
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序

号 
检  验  项  目 技术要求 检验结果 判定 

1 
甲醛释放量   mg/m

3
 

(1m
3
气候箱法) 

E1≤0.124 0.051 合格 

以下空白 

__________________________ 

 


